
COMPOSITION

COBALT CHROME CoCrMo

TYPICAL PROPERTIES :

Yield Strength (MPa)

Ultimate tensil strength 
(MPa)

Elongation at strength
 (%)

Young's modulus (GPa)

Hardness (HRC)

Density (g/cc)

Standard As sintered

600 ± 13

424 ± 11

6.0 ± 2.0

231 ± 7

17.9 ± 2.2

8.1 ± 0.1

ISO 22674

APPLICATIONS  :

Dental industry

High temperature applications

Jewelry
 

Co
Cr
Mo
Mn
Si

%
Balance
27 - 30

5 - 7
<1

<1.3

Sintered
and HIP ASTM F75

672 ± 21

445 ± 9

8.5 ± 1.9

231 ± 7

22.5 ± 0.9

8.28 ± 0.02
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ASTM E8M

ASTM E8M

ASTM E8M

ASTM E111

ASTM E18

ASTM B311


